G-FUN INDUSTRIAL CORPORATION

No.3, Gongye 6th Road, Guanyin Dist., Taoyuan City 32849, Taiwan
TEL : 886-3-4389538 FAX - 886-3-4833987

Test Report

Customer : & /& #E 4

Order NO * GF21030075

Date * 110/04/23

Test No * 11004192

Description : PPN AR TE :
Product No : 10000/10000 #&/K (% F)+PTFE LAMINATION 15k - PP
MIEIE B Bl 57E Test Result Unit
Testing tem Test Method H EAL
Fabric Weight s
. 1SO 3801-1977 &7 /
RS e/t
Hydrostatic Pressure R
5K RS JIS L 1092 B;%-2009 5889 mmH20
Hydrostatic Pressure . > 10000
- NN JIS L 1092 B;%-2009 e mmH20
85K B = (7
Noisture Vapor Transmission ;s 1099 B-1 3%-2012 27478 Juif = 24hr
R / £
At Permeability ASTM D737-2018 0.32 CF
77 sROHIER
Apperance after 5 Washing
. AATCC 135-2018t OK N/A
TN
Remark :

Washing Method : AATCC 135-I-11I-A

Authorized By:
On behalf of GFUN Quality Center

Tommy Kao
QC Manager
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